TABLE DES MATIERES — CONTENTS

Gaca W.: The durability of hydrotechnical concretes made with some Polish cements

Pavoris L.: Experimental and theoretical relations between the strength and
deformation characteristics of concrete, with special respect to the durability

Riessauw F.: Etude sur le comportement de fils & haute résistance utilisées comme

armature de frettage sous tension d’éléments cylindriques en béton. ... ..
Szerpest K.: Durability of concrete made with hydraulic admixtures and or
ariificial’ ag@RERATOR . . a ol clamn e siiieisiotsls 1 s haa o0 0 MR AURT TR T OR § 0
Varexra O.: The significance of the aggregate-cement bond fer the durability of
COTMAPOUD 1 5 oo 5 vurithotage fain o B shatoasn; Whs ighiacs Ssiia¥areiia s lor o s o, o i SHRRE IR N SR S N 0

AT,
Campus F.: Essais de résistance des mortiers et bétons alamer ................

Jessing J., Ksaer A., Larsex G, Trupsor K.: Alcali-silica reactions in concrete
Kou Y., Harror: T.: Effects of a coarse aggregate on the durability of concrete

Koxpo M.: The influence of cement kind and curing conditions on cracking ten-
o] o101 id GRS e E et e SO B S 1 i e SN Sk il /S e R

Kosaxa K.: Durability (especially carbonation) test of concrete
Luoriravier P., Rives J., Sticrirz P.: Detériorations des bétons par actions
conjugées d’eaux sulfatées sodiques et de conditions climatiques particuliéres
Liyse I.: Durability of concrete in SeB-WBEE ... ... ... .. vieociibnnseh o onpsk
Nisur T., NAcasuima H.: Behaviours of pumice concrete when attacked by dilute
acid ‘Solution and 8alt Solution V5 Gl Al oL i SRR R

Nisur T., NAcasHiMA H.: Durability of pumice concrete ........cceveueienn.

II1.

Aryt H. T., Brane R. L.: Evaluating the freezing-and-thawing durability of
concrete by laboratory test in the USA ................. M e

CourcamBeck P., Dunaux L., Tessier A.: Etudes et observations sur la tenue du
béton g du béton armé e TP (. 01 L i v L a ] v e e s

Kuxszr Gvy.: Results of preliminary test on frost resistance of steam-cured congcrete

21

39

49

90
103
135

149
159

169
183

193
201

233
249

393



SresToryorov 8. V.: Durability of concrete and reinforced concrete and its rela-
tions for the composition of cement, concrete and construction methods . ... 267

Suestopyorov S. V.: Frost resistance of reinforced concrete structures

Wescae K.: The evaluation of the chemical capacity of resistance of cement and

(T e okt G BRIRRE S S I G T S SR S S 299
IV.
Jamsor J.: Czechoslovak experience with air-entrained concrete ............. 314
JirsAk M., Kraus A.: Durabilité de I’hydrobéton avec cendres volantes .. ....... 323
Koryczinskr B.: Communication sur la durabilité du béton dans un fleuve pollué
PR T O T R AR R S R R B St S S TR 331
Nuxes J. M. O., Maceapo E. F. P.: Le béton du barrage de Miranda — Condition-
nements de durabilité dans sa composition ............coiiiiiiiaian... 339

Tavror W. H.: Specifications for surface treament on industrial concrete floors 355

West L. H.: The influence of the water demand of aggregates — The durability of
R T R I BRI T R ) 365

V.

Muszysskr W.: Observations on the durability of concrete applied as building
R T AT T R Ao o A A S DA o SRR 378

Zwarr J.: Weather exposed pre-cast elements of the early R. B. M. building
T T R g R R AR S Bl SR Gy RN ) ORI 383

394



